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Looking back at China’s aluminum fabrication industry(2)
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Development status and analysis of China’s aluminum fabrication industry
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Research progress on the poisoning phenomenon of Zr-containing aluminum alloy refined
by Al-Ti-B
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Effects of Zr and casting temperature on the compound in MB15 magnesium alloy
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Convective heat transfer coefficient of the aluminum alloy sheet in the air cushion jet
heating process
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Effect of the trace element Ag on the microstructure and properties of Al-4Mg alloy
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Optimization of the porthole bridge structure in the square-tube extrusion die based on
Deform 3D
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Effect of the structural defect of 7075 high —strength Al-alloy on LSP residual stresses
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Research and application of the aluminum alloy profile for the vehicle anti-collision beam
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Influences of the citric acid on the properties of the electroless plating Ni-W-P coating on
the 1060 aluminum alloy
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Study on the microstructure and properties of Mg-xGd-2.5Nd-0.5Zr alloy
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Analysis of the fatigue limits of the 6A01-T5 aluminum alloy profile and its welded joint
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