BELMIEAR LIGHT ALLOY FABRICATION TACHNOLOGY (AT

-1 [E 1964 F6F] / monthly (started in 1964), China -

% 514 K28 550 1], 2023 5 6] (2023 46 ) Hx
Vol. 51 No.6 (Serial No.550 ) June 2023 DIRECTORY

H %-DIRECTORY-
w35 5182 A& &I E R AV R MR

The evolving pattern of inclusions during the melting and casting process of 5182 aluminum
alloy used for can lid

MEITTEX ADC12 SHESHR KT ERIEH
Effect of trace elements on the microstructure and thermal analysis results of ADC12
aluminum alloy

e g IR K EEXT 5059 45 & SRS TR & T 1 B A2 T

Effect of stabilization annealing on the corrosion resistance of 5059 aluminum alloy plate
BRI R T EX TEA9 54 SHLA R

Effect of the secondary aging process on the properties and icrostructure of 7E49
aluminum alloy

R IR KRBT 3003 454 & I B R MBI
Effect of finished product annealing temperature on earing rate of 3003 aluminum alloy strip

BrIREEX 6063 tH5 &N IRAEERAR I

Influence of extrusion speed on microstructure of 6063 aluminum alloy internal threads

BT ZX Al-Mg-Mn & & /122168 K 8 vl i R ) B2 e

Effect of annealing process on mechanical and corrosion properties of Al-Mg-Mn alloy

B R LR I 1 2% 5SS EBE A
Study on the preparation and yield of new Al-Ti additives

WRFRR BT B EINETE 7140 456 & FER R A
Application of layer removal method to measure residual stress on 7140 aluminum alloy
plate

TI5: ISSN 1007-7235, CN 23-1226/TG, EWNHBAMS 14-112, EHIN AT T 4663M
Publication: ISSN 1007-7235, CN 23-1226/TG,
k. laft.paperopen.com, E-mail: ghjjgjs@163.com

* Lw A CERIER | Lw Recommended journal articles from China and abroad




